
 
 

 
 

 

Sample Evaluation Report 
 
 
 

   Ref number:  NSCC/RD/2019-20/SER/LCS/04      Date of Issue: 25/07/2019 

 

   Subject: Performance evaluation of PERM SHINE-266: Floor Topcoat 

   Customer: Lotus Coating System.     
 

• Type of Analysis: 

Material Characterization:        Yes             No 

Guideline Formulation            Yes            No 

Equivalent to standard raw material          Yes            No 

Developing new product           Yes            No 

Quality control for standard raw material          Yes            No 

 

• Material Characterisation 

 

Material Batch No. Quantity 

PERM SHINE-266: Floor Topcoat NA Sheet 

 
 

• Testing and Evaluations:  
 
 

 

 

 

 

                                                      
 

Testing and prepared by          Approved by 

 

Sr. no. Test ASTM Results 

1 Flexural strength ASTM D790 7.3291 MPa 

  

 

  

  

  

 


