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Volatile Cohtent

E-2369-05

Material Identification, Ty, Gr, Cl

Epoxy Coating

Lotus-Perm-Wht 265 (White Matte)

Part No., Serial No., Lot No., Roll No:
Specification & Revision: N/A
Test Procedure: E-2369-05 | Specimen Conditions: | 73°F

Test Temp./ Atmosphere:

230°F for 60 minutes

Test Performed by:

Jack Ramsey

| Date of Test: | 11-05-10

TEST RESULTS:;
initial Weight Final Weight Volatile Content
Test No.
(9) (g) (%)
1 2.7947 2.5495 1.88
2 3.2421 2.9598 2.33
3 2.7359 2.4986 1.82
Average 2.1
Standard Deviation 0.28
Coefficient of Variation 13.76
Requirement Report
Note: _For Information Only
Equipment: Exova-OCM Control Number: Calibration Date: Calibrgttilc;? Date
Oven 1607 03-26-10 03-26-11
Balance 1266 02-09-10 02-09-11
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Voiatile Cohtent

E-2369-05
Material Identification, Ty, Gr, CI Epoxy Coating
Part No., Serial No., Lot No., Roll No: | Lotus-Perm-Wht 265 (Clear Gloss)
Specification & Revision: N/A
Test Procedure: ASTM D-2369-07 | Specimen Conditions: | 73°F
Test Temp./ Atmosphere: 230°F for 60 minutes
Test Performed by: Jack Ramsey | Date of Test: | 11-05-10
TEST RESULTS:
Initial Weight Final Weight Volatile Content
Test No. (g) (g) (%)
1 2.8666 2.7155 1.92
2 2.9520 2.8442 1.99
3 2.8037 2.6701 1.85
Average 1.92
Standard Deviation 0.07
Coefficient of Variation 3.57
Requirement Report

Note: For Information Only

Equipment: Exova-OCM Control Number: Calibration Date: Calibr;tli:;r) Date
Oven 1607 03-26-10 03-26-11
Balance 1266 02-09-10 02-09-11

Exova Report: 292914
Issue Number: 1
Page 5 of 6

Exova-OCM Test Laboratory, Inc. 3883 East Eagle Drive  Anaheim, CA 92807 USA



Exova

ocM

Report Signatories and Approval

Approver: (Signed for and on behalf of Exova-OCM) &M

. ; 066@
Gerard Minogue ’V\/-M QU
Supervisor _

Chemical Laboratory

This test report shall not be reproduced, except in full, without the written approval of Exova-OCM. The laboratory has tested.
the material / items supplied by the client as sampled in accordance with the client's requirements. The recording of false,
factious or fraudulent statements or entries on the test report may be punished as a felony under federal law. Tests so marked
(*) are not included in the L-A-B and/or Nadcap schedule of accreditation of this laboratory.

@Y%) Laboratory
% ; ddc 7/ Accreditation
Bureau
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